
 

 

 

 

 

 

 

 

 

 

 

 

  

Element Wt. g hg
-1

 

C 71.68 

O 23.87 

Si 1.53 

Na 1.15 

Ca 0.78 

K 0.61 

Mg 0.38 

Total 100 

           

Figure (1): SEM images (a, b) and EDS peaks (c) of the produced biochar. 
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a– FTIR spectra of biochar. 

 

b– Biochar BET analysis 

Figure (2): FTIR spectra (a) and BET analysis (b) of the produced biochar. 

 


